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Fretting Wear of Al 7075 T6 Alloy by Treatment 

Hard Anodized 0.0001597 

Hard Anodized with MoSi2 Solid 
Lubricant 

0.00006223 

CeraTough™ Coated 0.000004021 

Load 20.0 N 

Duration of Test 20 min 

Speed Rate 100 rpm 

Amplitude 8 mm 

Revolutions 2000 

Ball Diameter 6 mm 

Ball Material SS440 
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